pn
M\ | 111,

Vs i),

N\, A FENAR
SN~ EFEA
(MA’ iasx CNAS &,
g TESTING
230020349826 4,4//////-\?\“\3 Sl cnisiLisie
UM
Test Report
No WT-2026-438
Product Name
Inspected Body
Manufacturer
Client Name
Test Category

Tianjin Product Quality Inspection Technology Research Institute Carpet Research Center

( )

(National Carpet Quality Inspection and Testing Center)



o 01 A~ W

022-28309649
300211

Precautions Things

1. The test report is invalid without the "Special Seal for Inspection and Testing" of our institution, or without the
signature of the author, reviewer and approver, or without the seal on the perforation, or with alterations.

2. Without the written consent of this mstitution, partial reproduction of this report is not allowed (except for full
reproduction). Reproduction of the report is invalid without the institution's "Inspection and Testing Special Seal"
and the seal on the perforation.

3. The client is responsible for the authenticity of the entrusted information and sample information provided.
4. The entrusted inspection is only responsible for the received samples.
5. This report adopts a judgment rule that does not consider measurement uncertainty.

6. If there are any objections to the test report, they should be submitted to the inspection organization within 15

days from the date of report issuance. Late submissions will not be accepted.

Address No. 5, Xinweidi Road, Hexi District, Tianjin, China
Tel 022-28309649

Post code 300211

Email gjdt.jyzx@163.com
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Specification 50cmx 50cm

Product name
Trade mark T
Client name Numbers of sample 2
Manufacturer - = CI ient'S Tel 18752535533
- 211400

Inspected Body

Postcode

Client"s address

88

Sampling location

Sampling radix

Sample
description

Test category

&

Production date

‘IT'

Deliverer

I
—

Date of submission

2026.05.21

Date of test

2026.05.26 2026.05.27

Test standards

GB 18587-2001

Test item (TvoC) 4-
A
Test conclusion
Issue Date
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Test Report

MRRAEARL: 1 m® RRIN . 24 hy RIGIEE: 23°C; RIGHINHEE: 50% ;
Siitges |PRHAG ST E: 0.4 mPim®s % icHek: Loh™,
Wik lrvoc, oM. 4-HHEFOH: TR I: 25ming REEE: 200mL/min: SREERL 5L:
R . SRAEISTE]: 20min; SRAEIEFZ: 500mL/min; SREEMAEFR: 10L.
\ o FrAEFE R S ] i
\/T\ ‘I]l Iﬁ\ Sl y L. . . 7= FE
F 9 I H R 7 Criteria Practical Determined Data SR
Test Item Test method %%ﬁjz;i e g B Assessment
(mg/mh) (mg/m®) (mg/m?h)
SRV EY) ISO/DIS A=0.500
p<) 4 g
(TVOC) 16000-6:1999 0.024 0.060 AR
B <0.600 [
- - AZL<0.050 =
5 S 7 ¥
(Formaldehyde) 18204.26-2000 A AR AL IE
B2, <0.050 i
¥ 7 / A%;<0.400
x4 ISO/DIS
5 5 Z
(Styrene) 16000-6:1999 AR AR A
B2, <<0.500
I SINGY ISO/DIS A=0.050
AR I O
o 5 Z
(4-phenylcyclohexene) 16000-6:1999 AR A AR
B2, <0.050
% VE: R FIREVOCH SARBUREARFUNS LIS T, ARG SRIICR N TR A IR B R EURE A
Remarks FR 10 LT, HAMEEWRRE /N TR TR
RI7EREER AR 2.50x107 mg/m*h;
AR T7EVOCSHR & R (mg/mzh) wmr: KOS 3.05%107; 4-ZRFLIN O - 2.8010°
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